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4. Conclusions

✓ The laser parameters have a great influence on the geometrical definition and depth of 

the dimples

✓ The wobble have a more pronounced effect on the width of dimples as compared to 

scan speed

✓ The power, number of passes and scan speed strongly affected the depth of cavities 

produced
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